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HUBEI GOLDEN RING GREEN FIBER CO., LTD. .Client Name :

NO.1 LVXIAN RD. TAIPINGDIAN TOWN, FANCHENG DISTRICT, XIANGYANG CITY, HUBEI 

PROVINCE 441133,P.R. CHINA

.

Client Address :

Lyocell fiber.Sample Name :

Client Ref. Info. : . Goldcel brand lyocell fibers are applied in textiles and  apprael, home textiles, 

non-woven applications such as feminine care products, diapers ，facial masks, 

medical and hygienic materials , and medical beauty materials ，etc..

Material & Mark : . cellulos.

Specification : . 0.9-6.67dtex, bright, raw white .

Manufacturer : . HUBEI GOLDEN RING GREEN FIBER CO., LTD. .

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : WHIN2205001908PC - WH .

Date of Sample Received : . 12 May 2022.

Testing Period : . 12 May 2022 - 18 May 2022 .

Test Requested : . Selected test(s) as requested by the client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method(s) : .

Test Result(s) : .

Jany Zhong.

.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Result(s) : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN22-095465.001 White fiber.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Elemental analysis, Hexavalent Chromium(Cr(VI)), Flame Retardants, Phthalates.

Test Method : . With reference to IEC 62321-4:2013+A1:2017, IEC 62321-5:2013,  IEC 62321-7-2:2017 , IEC 

62321-6:2015  and IEC 62321-8:2017,  analyzed by ICP-OES , UV-Vis  and GC-MS . .

001.

Cadmium (Cd) . mg/kg. 2 ND.

Lead (Pb). mg/kg. 2 ND.

Mercury (Hg). mg/kg. 2 ND.

Hexavalent Chromium (CrVI) . mg/kg. 8 ND.

Sum of PBBs. mg/kg. - ND.

Monobromobiphenyl . mg/kg. 5 ND.

Dibromobiphenyl . mg/kg. 5 ND.

Tribromobiphenyl . mg/kg. 5 ND.

Tetrabromobiphenyl . mg/kg. 5 ND.

Pentabromobiphenyl . mg/kg. 5 ND.

Hexabromobiphenyl . mg/kg. 5 ND.

Heptabromobiphenyl . mg/kg. 5 ND.

Octabromobiphenyl . mg/kg. 5 ND.

Nonabromobiphenyl . mg/kg. 5 ND.

Decabromobiphenyl . mg/kg. 5 ND.

Sum of PBDEs. mg/kg. - ND.

Monobromodiphenyl ether . mg/kg. 5 ND.

Dibromodiphenyl ether . mg/kg. 5 ND.

Tribromodiphenyl ether . mg/kg. 5 ND.

Tetrabromodiphenyl ether . mg/kg. 5 ND.

Pentabromodiphenyl ether . mg/kg. 5 ND.

Test Item(s). Unit. MDL.



Test Report. No. CANML2209546501   . Date: 19 May 2022 . Page 3 of 6.

Test Item(s). Unit. MDL. 001.

Hexabromodiphenyl ether . mg/kg. 5 ND.

Heptabromodiphenyl ether . mg/kg. 5 ND.

Octabromodiphenyl ether . mg/kg. 5 ND.

Nonabromodiphenyl ether . mg/kg. 5 ND.

Decabromodiphenyl ether . mg/kg. 5 ND.

Dibutyl phthalate (DBP) . mg/kg. 50 ND.

Butyl benzyl phthalate (BBP) . mg/kg. 50 ND.

Bis (2-ethylhexyl) phthalate (DEHP) . mg/kg. 50 ND.

Diisobutyl Phthalates (DIBP) . mg/kg. 50 ND.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .
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ATTACHMENTS 
Pb/Cd/Hg/Cr6+/PBBs/PBDEs Testing Flow Chart 

1) These samples were dissolved totally by pre -conditioning method according to below flow chart.   
(Cr6+ and PBBs/PBDEs  test method excluded ). 
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ATTACHMENTS 
 

Phthalates Testing Flow Chart 
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Solvent extraction  

Concentration/Dilution  

Filtration 

GC-MS 

DATA 



Test Report. No. CANML2209546501   . Date: 19 May 2022 . Page 6 of 6.

Sample photo: .

CANML2209546501

CAN22-095465.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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